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SCT 

Splice Cover (Dual Wall) 

Heat-Shrinkable Tubing  
 

 
 
 

Table 1:  Dimensions (mm/inches) 
 

 As Supplied As Recovered 

 

Size 

 

Minimum 

Expanded I.D. 

(D) 

 

Maximum 

Recovered I.D. 

(d) 

 

Recovered Total 

Wall  

(W) 

 

Minimum Recovered 

Adhesive Wall  

(W1) 

No.1 7.62 (0.300) 1.65 (0.065) 1.52 (0.060) ± 0.30 (0.012) 0.76 (0.030) 

No.2 9.02 (0.355) 2.29 (0.090) 1.52 (0.060 )± 0.30 (0.012) 0.76 (0.030) 

No.3 11.56 (0.455) 2.54 (0.100) 2.29 (0.090) ± 0.30 (0.012) 1.40 (0.055) 

No.4 17.78 (0.700) 4.45 (0.175) 2.54 (0.100) ± 0.30 (0.012) 1.52 (0.060) 

No.5 27.94 (1.100) 8.38 (0.330) 2.54 (0.100) ± 0.30 (0.012) 1.52 (0.060) 

 
Color:  Jacket shall be black; adhesive liner shall be amber.  Marking is SCT-1, SCT-2, SCT-3, SCT-4, SCT-5 
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Table 2:  Properties 
 

Property Unit Requirements Test Method 

Dimensions Inches Table 1 ASTM D 2671 

Tensile Strength PSI 1500 minimum ASTM D 2671 

Ultimate Elongation Percent 300 minimum ASTM D 2671 
Speed 2 in./min. 
Note 1 

Secant Modulus 
(Expanded Tubing) 

PSI 35000 minimum ASTM D 2671 
Speed 2 in./min.  

Longitudinal Change Percent +0 to -10 ASTM D 2671 
Note 1 

Concentricity 
(Expanded Form) 

Percent 60 minimum ASTM D 2671 

Dielectric Strength* 
(Jacket Only) 

Volts/mil 500 minimum  ASTM D 149 

Volume Resistivity Ohm-cm 10
13 
minimum ASTM D 257 

Immersion Leak Resistance Micro-amps 0.25 maximum Note 2 

Thermal Cycling 
25 cycles 
-40°C to 135°C, followed by: 
Immersion Leak Resistance,  
Note 2. 

Micro-amps 0.25 maximum Note 3 

Heat Shock 
4 hrs @ 250°C 

-- No dripping, flowing or  
cracking of jacket 

ASTM D 2671 
 

Thermal Aging 
1000 hrs @ 150°C, followed by: 
Immersion Leak Resistance,  
Note 2. 

Micro-amps 0.25 maximum Note 4 

Fluid Resistance 
24 hrs. @ 25 ± 3°C 
ASTM Reference Fuel C 
VV-F-800 Diesel Fuel 
 
24 hrs @ 100 ± 3°C 
ASTM #3 Oil 
Followed by: Immersion Leak 
Resistance, Note 2. 

Micro-amps 0.25 maximum Note 5 

 

Qualification Sizes: SCT-2 qualifies SCT-1, SCT-2 and SCT-3 
   SCT-4 qualifies SCT-4 and SCT-5 
 

Note 1: Tensile Strength & Secant Modulus 
 Calculate Tensile Strength and Secant Modulus based on wall thickness of jacket only 
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Note 2: Immersion Leak Resistance 
A) Size SCT-2 
Prepare 3 test assemblies insulated with SCT-2 as follows: 
Construct a 2-wire to 2-wire inline splice in any suitable manner (crimped, soldered, twisted 
or welded).  Splice an AWG 18 and an AWG 14 to an AWG 20 and AWG 14.  Each wire 
shall be approximately 12 inches long.  The wire insulation shall be cross-linked polyolefin 
and the conductor shall be bare copper.  Shrink a 2-inch length of SCT-2 over the splice area 
with an appropriate heat gun.  Apply heat until the SCT-2 is completely recovered on the 
splice and the adhesive liner flows at both ends.  Allow the test assemblies to cool to room 
temperature and immerse them, except for the ends, in a 5% salt solution for 24 hours at 
room temperature.  Apply 50 volts DC to the immersed specimens and measure the current 
leakage. 

  
B) Size SCT-4 

 Prepare 3 test assemblies with SCT-4 as follows: 
 Construct a 3-wire to 3-wire to 3-wire inline splice in any suitable manner (crimped, soldered, 

twisted or welded).  Splice three AWG 12 wires to three AWG 12 wires.  Each wire shall be 
approximately 12 inches long.  The wire insulation shall be cross-linked polyolefin and the 
conductor shall be bare copper.  Shrink a 3-inch length of SCT-4 over the splice area with an 
appropriate heat gun.  Apply heat until the SCT-4 is completely recovered on the splice and 
the adhesive liner flows at both ends.  While the assembly is still hot from the recovery 
process, press the ends of the SCT-4 together where the wires emerge.  Using parallel jaw 
pliers, align the wires and assure that they are completely coated with adhesive.  Allow the 
test assemblies to cool to room temperature and immerse them, except for the ends in a 5% 
salt solution for 24 hours at room temperature.  Apply 50 volts DC to the immersed specimens 
and measure the current leakage. 

 

Note 3: Thermal Cycling 
 Prepare 3 splice assemblies in accordance with Note 2 and subject them to 25 thermal 

cycles.  One cycle consists of 30 minutes at -40°C and 30 minutes at 135°C with a maximum 
of 5 minutes between temperatures.  Specimens shall be allowed to cool to room temperature 
for one hour minimum and shall be measured for current leakage in accordance with Note 2. 

 

Note 4: Thermal Aging 
 Prepare 3 splice assemblies in accordance with Note 2 and heat for 1000 hrs at 150°C. 

Specimens shall be allowed to cool to room temperature for one hour minimum and shall be 
measured for current leakage in accordance with Note 2. 

 

Note 5: Fluid Resistance 
 Prepare 9 splice assemblies in accordance with Note 2 and immerse 3 assemblies in each of 

the fluids specified for 24 hours at the specified temperature.  Measure current leakage in 
accordance with Note 2. 

 
 Acceptance tests shall consist of: 
 Dimensions 
 Tensile Strength 
 Ultimate Elongation 
 Heat Shock 
 
Qualification tests shall consist of all the tests in this Customer Drawing 
 

 



Океан Электроники
Поставка электронных компонентов 

Компания «Океан Электроники» предлагает заключение долгосрочных отношений при 

поставках импортных электронных компонентов на взаимовыгодных условиях! 

Компания «Океан Электроники» является официальным дистрибьютором и эксклюзивным 
представителем в России одного из крупнейших производителей разъемов военного и 
аэрокосмического назначения «JONHON», а так же официальным дистрибьютором и 
эксклюзивным представителем в России производителя высокотехнологичных и надежных 
решений для передачи СВЧ сигналов «FORSTAR». 

Наши преимущества: 

- Поставка оригинальных импортных электронных компонентов напрямую с производств Америки, 
Европы и Азии, а так же с крупнейших складов мира; 
- Широкая линейка поставок активных и пассивных импортных электронных компонентов (более 
30 млн. наименований); 
- Поставка сложных, дефицитных, либо снятых с производства позиций; 
- Оперативные сроки поставки под заказ (от 5 рабочих дней); 
- Экспресс доставка в любую точку России; 
- Помощь Конструкторского Отдела и консультации квалифицированных инженеров; 
- Техническая поддержка проекта, помощь в подборе аналогов, поставка прототипов;  
- Поставка электронных компонентов под контролем ВП; 
- Система менеджмента качества сертифицирована по Международному стандарту ISO 9001; 
- При необходимости вся продукция военного и аэрокосмического назначения проходит 
испытания и сертификацию в лаборатории (по согласованию с заказчиком);
- Поставка специализированных компонентов военного и аэрокосмического уровня качества 
(Xilinx, Altera, Analog Devices, Intersil, Interpoint, Microsemi, Actel, Aeroflex, Peregrine, VPT, Syfer, 
Eurofarad, Texas Instruments, MS Kennedy, Miteq, Cobham, E2V, MA-COM, Hittite, Mini-Circuits, 
General Dynamics  и др.); 

«JONHON» (основан в 1970 г.)

Разъемы специального, военного и аэрокосмического 
назначения: 
(Применяются в военной, авиационной, аэрокосмической, 
морской, железнодорожной, горно- и нефтедобывающей 
отраслях промышленности) 

«FORSTAR» (основан в 1998 г.) 

ВЧ соединители, коаксиальные кабели, 
кабельные сборки и микроволновые компоненты: 

(Применяются в телекоммуникациях гражданского и 
специального назначения, в средствах связи, РЛС, а так же 
военной, авиационной и аэрокосмической отраслях 
промышленности). 

Телефон:    8 (812) 309-75-97 (многоканальный) 
Факс:           8 (812) 320-03-32 
Электронная почта:    ocean@oceanchips.ru 
Web:      http://oceanchips.ru/ 
Адрес:   198099, г. Санкт-Петербург, ул. Калинина, д. 2, корп. 4, лит. А


